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Joncryl® FLX 5002
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Joncryl® FLX 5002 #:#5 D /7
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47.7 % Joncryl® FLX 5002
46.0 % (A
1.0 % Tego®! Wet 500
0.6 % BYK®2 094
0.2 % BYK®2 024
1.0 % Joncryl® Wax 4
0.5 % Tego®' Glide 482
3.0 % Dow®3 Corning 84
100.0 %
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Joncryl® FLX 5002 TDS CN (08-2020)
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